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Aluminum deposition

Dep time= 37.5 s, Ar flow = 35 sccm, Power = 9000 W
Edge fast: +7% 



TiW deposition
Dep time= 31 s, Ar flow = 31 sccm, Power = 1500 W
Edge slow: -4%



Ni deposition

Dep time= 73 s, Ar flow = 1000 sccm, Power = 500 W
Edge slow: -15%
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